NOTE: This draft dated 07 April 2004, prepared by the Commander, Naval Air Warfare Center
Aircraft Division, Code 414100B120-3, Lakehurst, NJ 08733-5100, has not been approved and is
subject to modification. DO NOT USE FOR ACQUISITION PURPOSES.

(Project NDTI-0295).

SAE-AMS-STD-2154

ADOPTION NOTICE

SAE-AMS-STD-2154, “Inspection, Ultrasonic, Wrought Metals, Process For,” was adopted on

(PROPOSED), for use by the Department of Defense (DoD). Proposed changes by
DoD activities must be submitted to the DoD Adopting Activity: the Naval Air Systems
Command (Commander, Naval Air Warfare Center Aircraft Division, Highway 547, Code
414100B120-3, Lakehurst, NJ 08733-5100). Copies of this document may be obtained from
SAE, 400 Commonwealth Drive, Warrendale, PA 15096.

SAE-AMS-STD-2154 may be used instead of MIL-STD-2154, which was cancelled on
(PROPOSED).

CAUTION: Users are cautioned to evaluate replacements for their particular application
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